
V400 | Tuscany® Series Acoustical Ratings

rigid non-rigid

Intercept 

/ Cardinal

Foam / TP-S

/ Dura****

1/8 1/8 - x <-- 29 24 04/12/23 TL23-121

1/8 3/16 - x <-- 32 28 04/12/23 TL23-123

1/8 LAM - --> x 31 28 04/12/23 TL23-138

3/16 3/16 - x <-- 29 25 04/12/23 TL23-125

3/16 1/4 - x <-- 32 28 04/12/23 TL23-126

1/4 1/4 - x <-- 31 27 04/12/23 TL23-127

1/4 LAM - --> x 30 27 04/12/23 TL23-128

1/8 1/8 - x <-- 29 24 04/12/23 TL23-131

1/8 3/16 - x <-- 33 28 04/13/23 TL23-132

1/8 LAM - --> x 33 29 04/13/23 TL23-136

3/16 3/16 - x <-- 30 26 04/13/23 TL23-133

3/16 1/4 - x <-- 33 28 04/13/23 TL23-134

1/4 1/4 - x <-- 31 27 04/13/23 TL23-135

1/4 LAM - --> x 33 28 04/13/23 TL23-137

1/8 1/8 - x <-- 29 25 06/06/23 TL23-229

1/8 3/16 - x <-- 30 27 06/06/23 TL23-230

1/8 LAM - --> x 29 27 06/06/23 TL23-232

3/16 3/16 - x <-- 30 27 06/06/23 TL23-233

3/16 1/4 - --> x 29 28 06/06/23 TL23-234

1/4 1/4 - --> x 31 28 06/06/23 TL23-235

1/4 LAM - --> x 31 29 06/06/23 TL23-236

1/8 1/8 - x <-- 29 24 05/08/23 TL23-165R1

1/8 3/16 - x <-- 32 27 05/08/23 TL23-164

1/8 LAM - --> x 34 29 05/08/23 TL23-166

3/16 3/16 - x <-- 31 26 05/08/23 TL23-167

3/16 1/4 - x <-- 33 29 05/08/23 TL23-168

1/4 1/4 - x <-- 32 28 05/08/23 TL23-162

1/4 LAM - --> x 34 30 05/08/23 TL23-169

1/8 1/8 - x <-- 30 24 05/08/23 TL23-170

1/8 3/16 - x <-- 34 28 05/08/23 TL23-171

1/8 LAM - --> x 34 29 05/08/23 TL23-172

3/16 3/16 - x <-- 32 27 05/08/23 TL23-173

3/16 1/4 - x <-- 34 29 05/08/23 TL23-174

1/4 1/4 - x <-- 32 28 05/09/23 TL23-175

1/4 LAM - --> x 34 29 05/09/23 TL23-177

Spacer

STC OITC
Test 

Date

Test 

Number

Operating 

Style

Series 

Numbers

Tested 

Size
OA Glass 1 Glass 2

horizontal slider

8120

8130

8170

59" x 47" 7/8"

horizontal slider

( accessory groove )
8140        59" x 47" 7/8"

Glass 3

vertical slider

( accessory groove )
8240        47" x 59" 7/8"

double slider 8125        59" x 47" 3/4"

vertical slider

8220

8230

8270

47" x 59" 7/8"
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https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-121.pdf?csf=1&web=1&e=Effffm
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-123.pdf?csf=1&web=1&e=2XBlv9
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-138.pdf?csf=1&web=1&e=bD1Ypm
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-125.pdf?csf=1&web=1&e=Rkmxkf
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-126.pdf?csf=1&web=1&e=ecCi2o
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-127.pdf?csf=1&web=1&e=3eofyd
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-128.pdf?csf=1&web=1&e=nKgbjf
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-131.pdf?csf=1&web=1&e=enQCmV
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-132.pdf?csf=1&web=1&e=YEPgHB
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-136.pdf?csf=1&web=1&e=pf8ssv
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-133.pdf?csf=1&web=1&e=pHIUOa
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-134.pdf?csf=1&web=1&e=UuDu4U
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-135.pdf?csf=1&web=1&e=qznl83
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-137.pdf?csf=1&web=1&e=s0zwAh
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-229.pdf?csf=1&web=1&e=Q5Hna4
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-230.pdf?csf=1&web=1&e=L7Sfon
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-232.pdf?csf=1&web=1&e=J6Ag9t
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-233.pdf?csf=1&web=1&e=ejNgWz
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-234.pdf?csf=1&web=1&e=2Tr1xi
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-235.pdf?csf=1&web=1&e=Fv9Te1
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-236.pdf?csf=1&web=1&e=yqZH7u
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-165R1.pdf?csf=1&web=1&e=cf5rZu
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-164.pdf?csf=1&web=1&e=Nxa4nn
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-166.pdf?csf=1&web=1&e=pvdDr0
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-167.pdf?csf=1&web=1&e=Y3chW4
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-168.pdf?csf=1&web=1&e=EwGmgq
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-162.pdf?csf=1&web=1&e=aZHWyx
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-169.pdf?csf=1&web=1&e=Am0xER
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-170.pdf?csf=1&web=1&e=LbdnOJ
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-171.pdf?csf=1&web=1&e=c72s3t
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-172.pdf?csf=1&web=1&e=3tbAry
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-173.pdf?csf=1&web=1&e=fWUkVF
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-174.pdf?csf=1&web=1&e=TZuJzG
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-175.pdf?csf=1&web=1&e=64t0KH
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-177.pdf?csf=1&web=1&e=NUsJAi
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rigid non-rigid

Intercept 

/ Cardinal

Foam / TP-S

/ Dura****

Spacer

STC OITC
Test 

Date

Test 

Number

Operating 

Style

Series 

Numbers

Tested 

Size
OA Glass 1 Glass 2 Glass 3

1/8 1/8 - x <-- 28 24 05/09/23 TL23-178

1/8 3/16 - x <-- 29 26 05/09/23 TL23-179

1/8 LAM - --> x 30 28 05/09/23 TL23-181

3/16 3/16 - x <-- 30 27 05/09/23 TL23-182

3/16 1/4 - --> x 30 28 05/09/23 TL23-183R1

1/4 1/4 - --> x 30 28 05/09/23 TL23-184

1/4 LAM - --> x 31 29 05/09/23 TL23-185

1/8 1/8 - x <-- 28 23 11/10/23 TL23-466

1/8 3/16 - x <-- 33 27 11/10/23 TL23-469

1/8 LAM - --> x 34 28 11/13/23 TL23-472

3/16 3/16 - x <-- 31 26 11/10/23 TL23-470

3/16 1/4 - x <-- 31 26 11/13/23 TL23-471

1/4 1/4 - x <-- 33 28 11/13/23 TL23-474

1/4 LAM - --> x 35 28 11/13/23 TL23-473

1/8 1/8 - x <-- 30 23 11/16/23 TL23-511

1/8 3/16 - x <-- 33 26 11/16/23 TL23-512

1/8 LAM - --> x 34 27 11/16/23 TL23-513

3/16 3/16 - x <-- 31 26 11/16/23 TL23-514

3/16 1/4 - x <-- 35 28 11/16/23 TL23-515

1/4 1/4 - x <-- 33 27 11/16/23 TL23-516

1/4 LAM - --> x 36 29 11/16/23 TL23-517

1/8 1/8 - x <-- 28 23 11/13/23 TL23-482

1/8 3/16 - x <-- 33 26 11/14/23 TL23-483

1/8 LAM - --> x 34 28 11/14/23 TL23-485

3/16 3/16 - x <-- 31 26 11/14/23 TL23-486

3/16 1/4 - x <-- 34 29 11/14/23 TL23-487

1/4 1/4 - x <-- 32 27 11/14/23 TL23-488

1/4 LAM - --> x 35 28 11/14/23 TL23-489

1/8 1/8 - x <-- 30 23 11/15/23 TL23-504

1/8 3/16 - x <-- 34 26 11/15/23 TL23-505

1/8 LAM - --> x 35 27 11/15/23 TL23-506

3/16 3/16 - x <-- 31 25 11/15/23 TL23-507

3/16 1/4 - x <-- 35 28 11/15/23 TL23-508

1/4 1/4 - x <-- 33 27 11/16/23 TL23-509

1/4 LAM - --> x 36 29 11/16/23 TL23-510

double hung 8225        47" x 59" 3/4"

picture window - step

8320T2

8330T2

8720T2

8730T2

47" x 59"

7/8"

1 1/8"

picture window - step

( accessory groove )
8340T2 47" x 59"

7/8"

1 1/8"
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https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-178.pdf?csf=1&web=1&e=dV5kcq
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-179.pdf?csf=1&web=1&e=b5a4fj
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-181.pdf?csf=1&web=1&e=cbtMTD
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-182.pdf?csf=1&web=1&e=6h8HCX
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-183R1.pdf?csf=1&web=1&e=vU3zHM
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-184.pdf?csf=1&web=1&e=Ys37ke
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-185.pdf?csf=1&web=1&e=XEjQjj
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-466.pdf?csf=1&web=1&e=r0Bqrf
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-469.pdf?csf=1&web=1&e=CeDxo8
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-472.pdf?csf=1&web=1&e=2QwcuX
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-470.pdf?csf=1&web=1&e=DtPtQf
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-471.pdf?csf=1&web=1&e=FzaWyJ
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-474.pdf?csf=1&web=1&e=J1O4XW
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-473.pdf?csf=1&web=1&e=g0kLGf
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-511.pdf?csf=1&web=1&e=Y8KNor
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-512.pdf?csf=1&web=1&e=aLOedy
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-513.pdf?csf=1&web=1&e=F775Y1
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-514.pdf?csf=1&web=1&e=9pfCDv
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-515.pdf?csf=1&web=1&e=tY6EfX
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-516.pdf?csf=1&web=1&e=BW5pSw
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-517.pdf?csf=1&web=1&e=aqAlUS
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-482.pdf?csf=1&web=1&e=SrVFmr
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-483.pdf?csf=1&web=1&e=IpWiYn
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-485.pdf?csf=1&web=1&e=Hj8Q1U
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-486.pdf?csf=1&web=1&e=AMhbzr
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-487.pdf?csf=1&web=1&e=lq25Xx
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-488.pdf?csf=1&web=1&e=fzl7Am
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-489.pdf?csf=1&web=1&e=BbfhAL
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-504.pdf?csf=1&web=1&e=adHISn
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-505.pdf?csf=1&web=1&e=z0Z0yh
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-506.pdf?csf=1&web=1&e=R2mPmI
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-507.pdf?csf=1&web=1&e=u6AkIl
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-508.pdf?csf=1&web=1&e=GMbRIm
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-509.pdf?csf=1&web=1&e=w98Wgt
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-510.pdf?csf=1&web=1&e=t5gjSX
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rigid non-rigid

Intercept 

/ Cardinal

Foam / TP-S

/ Dura****

Spacer

STC OITC
Test 

Date

Test 

Number

Operating 

Style

Series 

Numbers

Tested 

Size
OA Glass 1 Glass 2 Glass 3

1/8 1/8 - x <-- 29 24 05/09/23 TL23-186

1/8 3/16 - x <-- 33 27 05/09/23 TL23-187

1/8 LAM - --> x 33 28 05/09/23 TL23-188

3/16 3/16 - x <-- 31 26 05/10/23 TL23-189

3/16 1/4 - x <-- 33 29 05/10/23 TL23-190

1/4 1/4 - x <-- 32 27 05/10/23 TL23-191

1/4 LAM - --> x 33 29 05/10/23 TL23-192

1/8 1/8 - x <-- 31 26 11/08/23 TL23-431

1/8 3/16 - x <-- 35 29 11/07/23 TL23-401

1/8 LAM - --> x 34 29 11/07/23 TL23-402

3/16 3/16 - x <-- 32 26 11/07/23 TL23-403

3/16 1/4 - x <-- 34 29 11/07/23 TL23-404

1/4 1/4 - x <-- 32 28 11/07/23 TL23-405

1/4 LAM - --> x 34 29 11/07/23 TL23-406

1/8 1/8 - x <-- 32 24 11/08/23 TL23-424

1/8 3/16 - x <-- 36 28 11/08/23 TL23-425

1/8 LAM - --> x 36 28 11/08/23 TL23-426

3/16 3/16 - x <-- 33 26 11/08/23 TL23-427

3/16 1/4 - x <-- 36 30 11/08/23 TL23-428

1/4 1/4 - x <-- 35 28 11/08/23 TL23-429

1/4 LAM - --> x 36 29 11/08/23 TL23-430

1/8 1/8 - x <-- 31 25 11/08/23 TL23-411

1/8 3/16 - x <-- 35 29 11/07/23 TL23-409

1/8 LAM - --> x 35 30 11/08/23 TL23-410

3/16 3/16 - x <-- 31 26 11/08/23 TL23-412

3/16 1/4 - x <-- 35 30 11/08/23 TL23-413

1/4 1/4 - x <-- 33 29 11/08/23 TL23-416

1/4 LAM - --> x 35 30 11/08/23 TL23-415

1/8 1/8 - x <-- 32 25 11/08/23 TL23-417

1/8 3/16 - x <-- 35 27 11/08/23 TL23-418

1/8 LAM - --> x 36 29 11/08/23 TL23-419

3/16 3/16 - x <-- 33 26 11/08/23 TL23-420

3/16 1/4 - x <-- 35 29 11/08/23 TL23-421

1/4 1/4 - x <-- 32 27 11/08/23 TL23-422

1/4 LAM - --> x 36 29 11/08/23 TL23-423

picture window - slider
8360

8370
47" x 59" 7/8"

awning

8420T2

8430T2

8470T2

59" x 24"

7/8"

1 1/8"

awning

( accessory groove )
8440T2 59" x 24"

7/8"

1 1/8"
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https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-186.pdf?csf=1&web=1&e=ZfqUxq
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-187.pdf?csf=1&web=1&e=dGA6d8
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-188.pdf?csf=1&web=1&e=GW2GDJ
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-189.pdf?csf=1&web=1&e=HPIzFX
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-190.pdf?csf=1&web=1&e=98l86S
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-191.pdf?csf=1&web=1&e=rEBrhL
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-192.pdf?csf=1&web=1&e=sELas4
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-431.pdf?csf=1&web=1&e=5udzxd
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-401.pdf?csf=1&web=1&e=fGjBXZ
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-402.pdf?csf=1&web=1&e=gmtKyR
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-403.pdf?csf=1&web=1&e=R9uePQ
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-404.pdf?csf=1&web=1&e=EqaLGh
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-405.pdf?csf=1&web=1&e=DV8gtq
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-406.pdf?csf=1&web=1&e=xYBaIg
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-424.pdf?csf=1&web=1&e=2n6pUz
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-425.pdf?csf=1&web=1&e=jEaAtL
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-426.pdf?csf=1&web=1&e=Smnlxx
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-427.pdf?csf=1&web=1&e=UVmHzp
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-428.pdf?csf=1&web=1&e=HGjZrL
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-429.pdf?csf=1&web=1&e=RMNVXC
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-430.pdf?csf=1&web=1&e=vL7BtH
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-411.pdf?csf=1&web=1&e=fMsgDj
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-409.pdf?csf=1&web=1&e=HAHzAM
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-410.pdf?csf=1&web=1&e=szEzmb
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-412.pdf?csf=1&web=1&e=3aaQ5f
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-413.pdf?csf=1&web=1&e=UdVJNr
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-416.pdf?csf=1&web=1&e=Hhm1jh
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-415.pdf?csf=1&web=1&e=LUEDV3
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-417.pdf?csf=1&web=1&e=Fec50m
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-418.pdf?csf=1&web=1&e=SQcDYa
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-419.pdf?csf=1&web=1&e=rub42R
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-420.pdf?csf=1&web=1&e=9aCs1n
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-421.pdf?csf=1&web=1&e=sQJTp8
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-422.pdf?csf=1&web=1&e=0yudzU
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-423.pdf?csf=1&web=1&e=7qogn2


V400 | Tuscany® Series Acoustical Ratings

rigid non-rigid

Intercept 

/ Cardinal

Foam / TP-S

/ Dura****

Spacer

STC OITC
Test 

Date

Test 

Number

Operating 

Style

Series 

Numbers

Tested 

Size
OA Glass 1 Glass 2 Glass 3

1/8 1/8 - x <-- 30 24 11/09/23 TL23-432

1/8 3/16 - x <-- 35 29 11/09/23 TL23-433

1/8 LAM - --> x 37 30 11/09/23 TL23-434

3/16 3/16 - x <-- 31 25 11/09/23 TL23-435

3/16 1/4 - x <-- 36 30 11/09/23 TL23-436

1/4 1/4 - x <-- 33 28 11/09/23 TL23-437

1/4 LAM - --> x 36 29 11/09/23 TL23-438

1/8 1/8 - x <-- 31 24 11/09/23 TL23-440

1/8 3/16 - x <-- 37 29 11/09/23 TL23-441

1/8 LAM - --> x 38 30 11/09/23 TL23-442

3/16 3/16 - x <-- 34 25 11/09/23 TL23-443

3/16 1/4 - x <-- 37 30 11/09/23 TL23-444

1/4 1/4 - x <-- 35 28 11/09/23 TL23-445

1/4 LAM - --> x 38 30 11/09/23 TL23-446

1/8 1/8 - x <-- 31 25 11/09/23 TL23-447

1/8 3/16 - x <-- 35 29 11/09/23 TL23-448

1/8 LAM - --> x 37 30 11/09/23 TL23-450

3/16 3/16 - x <-- 32 25 11/09/23 TL23-451

3/16 1/4 - x <-- 35 30 11/09/23 TL23-452

1/4 1/4 - x <-- 33 28 11/10/23 TL23-454

1/4 LAM - --> x 35 28 11/10/23 TL23-456

1/8 1/8 - x <-- 31 24 11/10/23 TL23-457

1/8 3/16 - x <-- 36 28 11/10/23 TL23-459

1/8 LAM - --> x 37 29 11/10/23 TL23-460

3/16 3/16 - x <-- 34 26 11/10/23 TL23-461

3/16 1/4 - x <-- 37 30 11/10/23 TL23-462

1/4 1/4 - x <-- 35 29 11/10/23 TL23-463

1/4 LAM - --> x 37 29 11/10/23 TL23-464

casement

8520T2

8530T2

8570T2

24" x 59"

7/8"

1 1/8"

casement

( accessory groove )
8540T2 24" x 59"

7/8"

1 1/8"
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https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-432.pdf?csf=1&web=1&e=ZJagqV
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-433.pdf?csf=1&web=1&e=3WPaUn
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-434.pdf?csf=1&web=1&e=hPEQUj
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-435.pdf?csf=1&web=1&e=jM9d4j
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-436.pdf?csf=1&web=1&e=QnXj0H
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-437.pdf?csf=1&web=1&e=YsLpje
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-438.pdf?csf=1&web=1&e=wQCafc
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-440.pdf?csf=1&web=1&e=E2ahB4
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-441.pdf?csf=1&web=1&e=Cc08JN
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-442.pdf?csf=1&web=1&e=xLZhtT
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-443.pdf?csf=1&web=1&e=8FMN1b
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-444.pdf?csf=1&web=1&e=vObYbA
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-445.pdf?csf=1&web=1&e=QZqdHi
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-446.pdf?csf=1&web=1&e=qvcv5U
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-447.pdf?csf=1&web=1&e=hPr2Qz
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-448.pdf?csf=1&web=1&e=ZIJgfC
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-450.pdf?csf=1&web=1&e=p7JlGb
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-451.pdf?csf=1&web=1&e=i8Pz0A
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-452.pdf?csf=1&web=1&e=KJEEdH
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-454.pdf?csf=1&web=1&e=HhtdCA
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-456.pdf?csf=1&web=1&e=MfiH89
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-457.pdf?csf=1&web=1&e=bQJwii
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-459.pdf?csf=1&web=1&e=0rqSPq
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-460.pdf?csf=1&web=1&e=aTeOfm
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-461.pdf?csf=1&web=1&e=hBvzBH
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-462.pdf?csf=1&web=1&e=kJ8Q17
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-463.pdf?csf=1&web=1&e=TmNJQk
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-464.pdf?csf=1&web=1&e=QtqouC


V400 | Tuscany® Series Acoustical Ratings

rigid non-rigid

Intercept 

/ Cardinal

Foam / TP-S

/ Dura****

Spacer

STC OITC
Test 

Date

Test 

Number

Operating 

Style

Series 

Numbers

Tested 

Size
OA Glass 1 Glass 2 Glass 3

1/8 1/8 - x <-- 28 23 11/13/23 TL23-475

1/8 3/16 - x <-- 34 27 11/13/23 TL23-476

1/8 LAM - --> x 35 28 11/13/23 TL23-477

3/16 3/16 - x <-- 31 26 11/13/23 TL23-478

3/16 1/4 - x <-- 35 29 11/13/23 TL23-479

1/4 1/4 - x <-- 32 27 11/13/23 TL23-480

1/4 LAM - --> x 35 28 11/13/23 TL23-481

1/8 1/8 - x <-- 30 23 11/16/23 TL23-518

1/8 3/16 - x <-- 34 27 11/16/23 TL23-519

1/8 LAM - --> x 35 28 11/16/23 TL23-520

3/16 3/16 - x <-- 31 26 11/17/23 TL23-521

3/16 1/4 - x <-- 35 29 11/17/23 TL23-522

1/4 1/4 - x <-- 33 27 11/17/23 TL23-523

1/4 LAM - --> x 36 30 11/17/23 TL23-524

1/8 1/8 - x <-- 29 23 11/14/23 TL23-490

1/8 3/16 - x <-- 34 28 11/14/23 TL23-491

1/8 LAM - --> x 35 29 11/14/23 TL23-492

3/16 3/16 - x <-- 32 26 11/14/23 TL23-493

3/16 1/4 - x <-- 34 29 11/14/23 TL23-494

1/4 1/4 - x <-- 33 27 11/14/23 TL23-495

1/4 LAM - --> x 36 28 11/14/23 TL23-496

1/8 1/8 - x <-- 30 23 11/15/23 TL23-497

1/8 3/16 - x <-- 35 27 11/15/23 TL23-498

1/8 LAM - --> x 35 27 11/15/23 TL23-503

3/16 3/16 - x <-- 32 26 11/15/23 TL23-499

3/16 1/4 - x <-- 36 29 11/15/23 TL23-501

1/4 1/4 - x <-- 34 27 11/15/23 TL23-502

1/4 LAM - --> x 37 29 11/15/23 TL23-500

picture window - CAF

8521T2

8531T2

8571T2

47" x 59"

7/8"

1 1/8"

picture window - CAF

( accessory groove )
8541T2 47" x 59"

7/8"

1 1/8"
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https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-475.pdf?csf=1&web=1&e=FINTQV
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-476.pdf?csf=1&web=1&e=vSM2oe
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-477.pdf?csf=1&web=1&e=vzxxym
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-478.pdf?csf=1&web=1&e=paNraV
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-479.pdf?csf=1&web=1&e=sErOjn
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-480.pdf?csf=1&web=1&e=QEPuDT
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-481.pdf?csf=1&web=1&e=oIALKO
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-518.pdf?csf=1&web=1&e=KKgfzz
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-519.pdf?csf=1&web=1&e=VAu8VL
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-520.pdf?csf=1&web=1&e=C8ncnB
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-521.pdf?csf=1&web=1&e=H8zPgh
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-522.pdf?csf=1&web=1&e=LUyShH
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-523.pdf?csf=1&web=1&e=4KnfXl
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-524.pdf?csf=1&web=1&e=GdRl0S
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-490.pdf?csf=1&web=1&e=7VAZ5A
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-491.pdf?csf=1&web=1&e=QX9y7r
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-492.pdf?csf=1&web=1&e=NX8LLe
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-493.pdf?csf=1&web=1&e=rPtZPZ
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-494.pdf?csf=1&web=1&e=1h8gxi
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-495.pdf?csf=1&web=1&e=wEyeP9
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-496.pdf?csf=1&web=1&e=RA7W0O
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-497.pdf?csf=1&web=1&e=7WHM7P
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-498.pdf?csf=1&web=1&e=6bIQxL
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-503.pdf?csf=1&web=1&e=9hYscD
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-499.pdf?csf=1&web=1&e=PQEM3d
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-501.pdf?csf=1&web=1&e=Dd5erw
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-502.pdf?csf=1&web=1&e=0elUau
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-500.pdf?csf=1&web=1&e=FFhnzc
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rigid non-rigid

Intercept 

/ Cardinal

Foam / TP-S

/ Dura****

Spacer

STC OITC
Test 

Date

Test 

Number

Operating 

Style

Series 

Numbers

Tested 

Size
OA Glass 1 Glass 2 Glass 3

1/8 1/8 - x <-- 28 23 05/10/23 TL23-193

1/8 3/16 - x <-- 33 27 05/10/23 TL23-194

1/8 LAM - --> x 34 28 05/10/23 TL23-195

3/16 3/16 - x <-- 32 27 05/10/23 TL23-196

3/16 1/4 - x <-- 34 29 05/10/23 TL23-197

1/4 1/4 - x <-- 32 27 05/10/23 TL23-198

1/4 LAM - --> x 36 30 05/10/23 TL23-199

1/8 1/8 - x <-- 29 24 05/10/23 TL23-200

1/8 3/16 - x <-- 33 27 05/10/23 TL23-201

1/8 LAM - --> x 33 28 05/10/23 TL23-202

3/16 3/16 - x <-- 34 29 05/10/23 TL23-203

3/16 1/4 - x <-- 34 29 05/11/23 TL23-204

1/4 1/4 - x <-- 32 27 05/11/23 TL23-205

1/4 LAM - --> x 35 30 05/11/23 TL23-206

1/8 1/8 - x <-- 29 24 06/07/23 TL23-243

1/8 3/16 - x <-- 33 27 06/07/23 TL23-242

1/8 LAM - --> x 34 29 06/07/23 TL23-237

5/32 5/32 - x <-- 30 24 11/18/24 TL24-194

5/32 3/16 - --> x 33 27 11/18/24 TL24-195

3/16 3/16 - x <-- 32 27 06/07/23 TL23-241

5/32 1/4 - --> x 33 28 11/18/24 TL24-193

3/16 1/4 - x <-- 32 27 06/07/23 TL23-240

1/4 1/4 - x <-- 32 27 06/07/23 TL23-238

1/4 LAM - --> x 34 29 06/07/23 TL23-239

1/8 1/8 - --> x 29 25 06/08/23 TL23-244

1/8 3/16 - --> x 35 28 06/08/23 TL23-245

1/8 LAM - --> x 37 30 06/08/23 TL23-246

3/16 3/16 - --> x 34 27 06/08/23 TL23-247

3/16 1/4 - --> x 36 29 06/08/23 TL23-248

1/4 1/4 - --> x 34 27 06/08/23 TL23-249

1/4 LAM - --> x 34 29 06/08/23 TL23-250

sliding door - Canada 8622        79" x 79" 1" - - -

picture window - CADG

( accessory groove )
8354        47" x 59" 7/8"

sliding door
8621

8631
79" x 79" 1"

picture window - CADG

8350

8351

8375

47" x 59" 7/8"

transom
8621

8631
79" x 24" 7/8"
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https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-193.pdf?csf=1&web=1&e=sn5rkk
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-194.pdf?csf=1&web=1&e=qd2uBW
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-195.pdf?csf=1&web=1&e=PJlHuj
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-196.pdf?csf=1&web=1&e=HuxCkZ
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-197.pdf?csf=1&web=1&e=UWCc6D
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-198.pdf?csf=1&web=1&e=Z8od1T
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-199.pdf?csf=1&web=1&e=KcDAfC
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-200.pdf?csf=1&web=1&e=YfWeAX
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-201.pdf?csf=1&web=1&e=bIUlmk
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-202.pdf?csf=1&web=1&e=yy2AVd
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-203.pdf?csf=1&web=1&e=Gln5i3
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-204.pdf?csf=1&web=1&e=1i7Cb1
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-205.pdf?csf=1&web=1&e=BMrkI3
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-206.pdf?csf=1&web=1&e=nq04X5
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-243.pdf?csf=1&web=1&e=aMqX6G
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-242.pdf?csf=1&web=1&e=MpsJk2
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-237.pdf?csf=1&web=1&e=Mxzoro
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL24-194.pdf?csf=1&web=1&e=muCVer
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL24-195.pdf?csf=1&web=1&e=jJdV6v
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-241.pdf?csf=1&web=1&e=Ki8mVO
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL24-193.pdf?csf=1&web=1&e=yWBu6f
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-240.pdf?csf=1&web=1&e=WuDiJT
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-238.pdf?csf=1&web=1&e=TeFeva
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-239.pdf?csf=1&web=1&e=Fd43HM
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-244.pdf?csf=1&web=1&e=TUg5B7
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-245.pdf?csf=1&web=1&e=6zqNXC
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-246.pdf?csf=1&web=1&e=QTBdtH
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-247.pdf?csf=1&web=1&e=la1biD
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-248.pdf?csf=1&web=1&e=vGKUNT
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-249.pdf?csf=1&web=1&e=HIc0BY
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-250.pdf?csf=1&web=1&e=76z6NO


V400 | Tuscany® Series Acoustical Ratings

rigid non-rigid

Intercept 

/ Cardinal

Foam / TP-S

/ Dura****

Spacer

STC OITC
Test 

Date

Test 

Number

Operating 

Style

Series 

Numbers

Tested 

Size
OA Glass 1 Glass 2 Glass 3

1/8 1/8 - x <-- 29 24 07/18/23 TL23-266

1/8 3/16 - x <-- 32 27 07/19/23 TL23-275

1/8 LAM - --> x 31 27 07/18/23 TL23-267

3/16 3/16 - x <-- 29 26 07/18/23 TL23-265

3/16 1/4 - x <-- 33 28 07/19/23 TL23-277

1/4 1/4 - x <-- 31 28 07/19/23 TL23-278

1/4 LAM - --> x 31 28 07/19/23 TL23-276

1/8 1/8 - x <-- 32 24 07/19/23 TL23-273

1/8 3/16 - x <-- 34 27 07/18/23 TL23-271

1/8 LAM - --> x 34 28 07/19/23 TL23-274

3/16 3/16 - x <-- 32 27 07/18/23 TL23-269

3/16 1/4 - x <-- 33 28 07/18/23 TL23-268

1/4 1/4 - x <-- 34 28 07/19/23 TL23-272

1/4 LAM - --> x 35 29 07/18/23 TL23-270

swing door - outswing
8643

8663
75.5" x 82.375" 1"

swing door - inswing
8642

8662
75.5" x 82.375" 1"
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https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-266.pdf?csf=1&web=1&e=FJSGtA
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-275.pdf?csf=1&web=1&e=ErEyDL
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-267.pdf?csf=1&web=1&e=vqBdf2
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-265.pdf?csf=1&web=1&e=BVdYSs
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-277.pdf?csf=1&web=1&e=cUX5SH
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-278.pdf?csf=1&web=1&e=WIE54D
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-276.pdf?csf=1&web=1&e=dru6hk
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-273.pdf?csf=1&web=1&e=wTmFHv
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-271.pdf?csf=1&web=1&e=4nqiz7
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-274.pdf?csf=1&web=1&e=dUz5vU
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-269.pdf?csf=1&web=1&e=AWOlDZ
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-268.pdf?csf=1&web=1&e=ztreTL
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-272.pdf?csf=1&web=1&e=fDrDnr
https://miwdllc.sharepoint.com/:b:/r/sites/MILGD-Playbook2/Testing Information/Acoustical Testing/Test reports/current reports/TL23-270.pdf?csf=1&web=1&e=4nXFg9

